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Specification for the limitation of harmful substances found in watch casings

contacting directly with skin
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EN 1811 K E L5 BRI Ak (40 ity LA K A AN A4 3R] 2 B0 A2 1K B LR O BB R 2 25 W36
% (Reference test method for release of nickel from all post assemblies which are inserted into pierced parts of

the human body and articles intended to come into direct and prolonged contact with the skin)
EN 12472 U )2 04 A5 R0 00 1A ko W00 P Jom s 5 457 1 JE Aok AR 4240, 77 7% (Method for the simulation of

accelerated wear and corrosion for the detection of nickel release from coated items)
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JLEFZFE children's watches
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[2] GB/T41411—2022 JLEFH

[3] 2011/65/EU The Restriction of the use of certain Hazardous Substances in electrical and electronic
equipment (RoHS)

[4] EC/1907/2006 Registration, Evaluation, Authorisation and Restriction of Chemicals (REACH)
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